
(SIT) Spontaneous-Ignition Temperature Test: "Phototex"  

1. GENERAL 

1.1               Applicant : NEVER TAG 

1.2               Test Specimen  

1.2.1          Name of Specimen : PHOTO TEX 

1.2.2          Manufacturer of the specimen : NEVER TAG 

1.2.3          Density : 557 kg/㎥ 

  

  1.3  Date of test : December 5, 2003 

  

2. TEST METHOD 

ISO 871-1996 “Plastics-Determination of ignition temperature using a hot-air furnace” 

 

3. TEST RESULT 

Test Name Test Result Remark 

Spontaneous-ignition 

temperature(SIT) 
450 °C(842 °F) 

O Size & Form : 20 x 20 x 

0.25 mm, sheet 

O  Weight : 0.4 g 

O  Dark Smoke Occurred 

  

                                                                             The end 

  

  

  
 


